
 

Osculati S.r.l.  

Certifies as follow 

 
                                                                         

DESCRIPTION OF GOODS 

SIZE        TENSILE TEST 

D 
mm 

L 
mm 

B 
mm 

b 
mm 

ACTUAL 
B.L.

（KN） 

MIN. 
B.L. 

（kg

） 

P.L. 
（kg） 

W.L. 
(kg) 

01.370.08-050 8.0mm*50m 8.0 24.0 27.5  59.0 5600 2800 1400 

01.370.08-100 8.0mm*100m 8.0 24.0 27.5  58.8 5600 2800 1400 

           
TEST RESULT: QUALIFIED                         INSPECTION DATE: MAR.26, 2019 

 

Issued date 26/03/2019 

Signed for and on behalf of OSCULATI S.r.l 

 

Giorgio Osculati 

 
 
 
 
 


